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01/20/23 at 12:07 PMDate:

Aqua Solutions, Inc.

6913 Highway 225

Deer Park, TX, 77536

281/479-2569

Certificate of Analysis / QC Results

    Customer PO # :

M0167

Test Target/UOM Range Result

MAGNESIUM METAL TURNINGS

Packaged Product:

ASSAY OF MATERIAL 99.8%>= 96.0%

%

Tested 01/20/23

Tester TBUR

Recorded 01/20/23

Sample ID

Percent Copper 0.00 - 0.02 0.020.02

%

Tested 01/20/23

Tester TBUR

Recorded 01/20/23

Sample ID

PERCENT LEAD 0.000 - 0.010 0.0100.010

% W/W

Tested 01/20/23

Tester TBUR

Recorded 01/20/23

Sample ID

NICKEL% 0.001%%

Tested 01/20/23

Tester TBUR

Recorded 01/20/23

Sample ID

Manganese content 0.00 - 0.10 0.100.10

%

Tested 01/20/23

Tester TBUR

Recorded 01/20/23

Sample ID

PERCENT TIN 0.000 - 0.010 0.0100.010

% W/W

Tested 01/20/23

Tester TBUR

Recorded 01/20/23

Sample ID

PERCENT SODIUM (NA) 0.000 - 0.006 0.0060.006

%

Tested 01/20/23

Tester TBUR

Recorded 01/20/23

Sample ID

Lot # 301306

Made 01/13/23
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